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PEM Lab Accreditation Testing Scope
No. Test Items Test Equipment Appllcagtlgn%[;?(églcatlon/
= A} . >
Rockwell
1 | Hardness(A,C,B,15N,30N,45N) {R%OE%"&‘{EY;L'J ‘ﬁard“ess Tester ASTM E18
7% IGHERE (A, C,B,15N,30N,45N) <V
Micro-hardness (Vickers) .
2 | S g%‘&ﬁgﬂess Tester ASTM E384
(HV0.2,HV0.3,HV0.5,HV1) e
. Eﬁ:lr)nal threads tensile(Wedge / Tensile Testing Machine 1SO898-1: SAE J429: GM500M
R At R LRL ) B HITASAL ASTM F08; ASTM FE0EM
Tensile Testing Machine
4 External threads proof load B R KL 1ISO898-1; SAE J429; GM500M
% A\ >, INL .
AR R ORAIE AT Super Micrometer il KX ASTM F606; ASTM F606M
5 Torsional Strength Vertical Torque-Tension Tester ISO 898-7; SAE J1237, J81
WEAR R BT R Z IR 0 R
6 Coefficient Of Friction Vertical Torque-Tension Tester | ISO 16047; GMW3044; 3359; 4707;
RS RE P 2R KL Z Uifie 51 o R4 4700
- External threads torque-tension Vertical Torque-Tension Tester | ISO 16047; GMW3044; 3359; 4707,
WRAR S R R 5 il 0 o 2R DK ZIRERI T RS 4700
ISO 6157-3 (3.6 lap on the thread);
8 Surface discontinuities Microscope GM 6102 (3.27 lap
KA ESLE W in screw thread); PF-5188(S) 2.1.7
(lap in screw threads)
; e o
9 Decarburization m:ggsﬁgﬁiizﬁ'ﬁismr ISO 898-1; GM 500M; SAE J121,
R SR P ol o T J121M; GM 6104M
BB ARE SR
Effective Case depth Micro-hardness Tester
10 | smRn B SAE J423
Grain flow Macro-scope
ol eminsk W SAE/USCAR -8
Tensile Test for Safety Belt . . :
12 | Anchor Bolts 1;%5{;5@:;“”9 Machine GM 9639P
VR A 45 FERM S -
Tensile Testing of Metallic Tensile Testing Machine
Material EUMARENY. ]!
(Tensile
13 Strength/Elongation/Reduction of ASTM ES8/E8M; ISO 6892
Area/Yield Strength)
B R ARG CHURL T A /W T W 4
) O
Plating thickness Coating Measurement
14 (Zn-Fe, Ni/Cu-Fe, Sn/Cu-Fe) | 9 %-R LS ASTM B568 ( X-Ray); ISO 3497
R nstruments X-Ray Ji&J24¢
15 | Coating Thickness CMI 600 22k X ASTM B499
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Neutral salt spray

ASTM B117; ISO 9227,

16 P R R Salt Spray Tester % 5Kl SAE/USCAR-1
De-embrittlement verification . .
17 (External threads) \gl;;'ff lgrgj\l;;;eg:smn Tester SAE /| USCAR -7
SR E RS e S
Chemical analysis via
spectrometer
Materials applicable:
18 (Ca_rbon and low alloy steel, Spectrometer ASTM EA415; GB/T 4336, 11170,
Stainless HEEHEAY 7999

Steel and Aluminum Alloys))
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